ANTTE:

“ LWEIPL Report ID:SHA03-23125713-CS-01EnR1 Page:1/5

Test Report

Report ID: SHA03-23125713-CS-01EnR1
Sample Name: Artificial Stone
SampleOrigin: Customer Sample Delivery

Shandong KanglieLi New Materical

Applicant:
HP Co.Ltd

Building 9, No.135Guowei Road, Yangpu District, Shanghai ( 200438 ) 400-700-8005 www.weipugroup.com
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Test Report

Applicant: Shandong KangJieLi New Materical Co.,Ltd

Address: North of Kaiyuan Road,West of Zhixue Road,High Tech Zone,Jining,Shandong

The following sample(s) was/were submitted and identified on behalf of the applicant:

Sample Name: Artificial Stone

Sample Description: Solid

Batch No.: /

Sample Model: / g\\&,\\‘
o
2
Yz
=

Received Date: 2023-12-22 %)\
\?ﬁ

Completion Date: 2023-12-28 \

Test Requirement(s) Please refer to next page(s)

Test Result(s): Please refer to next page(s)

This report is a modification of SHA03-23125713-CS-01En, and the original report

Remark(s): is invalid

Compiled by: LW Z}lﬂﬂ

Approved by: Chenchen Yu

Issued Date: 2024-01-02

Building 9, No.135Guowei Road, Yangpu District, Shanghai ( 200438 ) 400-700-8005 www.weipugroup.com
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1. Test Results:
Test . Reference
Sample No. Sample Name Test Result(s) | Unit(s)
Item(s) Standard(s)
Please refer to Refer to JY/T
2312006236-1 Artificial Stone XRD /
attachment 2.1 0587-2020

*** End of the Page ***
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2. Typical Attachment(s):
2.1 XRD

(Coupled TwoTheta/Theta)

E| | 125713-CS-01 brml
11,0004 1 PDF 01-080-8432 AI(OH)3 Gibbsite 98.3%
’ | PDF 04-005-5127 TiO2 Rutile, syn 1.7%
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Fig2.1-1 “2312006236-1"XRD spectrogram
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Sample Picture(s)
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****End of Report™***

——DECLARE ——

1. The report is invalid without the stamp of “Special Seal for Inspection or Testing” or without “Special Seal for the Report” or

without the signature of the approver.

2. No unauthorized changes, additions or deletions shall be made to the report.

3. Neither fragmented report nor its incomplete copy shall be deemed valid. The complete copy is invalid without the stamp of
“Special Seal for Inspection or Testing” or “Special Seal for the Report”.

4. Any queries on the report shall be presented to us within 15 working days after receipt of the report.

5. The results described here in this report are based on the sample(s) tested. The data and results shown in the report without
CMA logo are not used as proof for society, only for internal uses.

6. The applicant takes full responsible for the truthfulness of the testing sample(s) and information related thereto.

7. Without the permission of the company, any party is prohibited from using the test results and the report for undue publicity.
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